
Plywood substrate

Outlet through wall shown dashed

Line of flameSEAL®  
membrane lapped 50mm min 
behind wrap under cladding
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WarmSEAL polyiso insulation.
Thickness determined by R-
value required.
Fixing by mechanical fixing or 
Lexphalt foam

prime substrate with multigrip 
primer where required

Lexshield peel + stick 
vapor barrier on substrate

200 mm min.

5
0
 m

in

H3 timber fillet 
20mm min

4mm flameSEAL® cap sheet 
membrane 

3mm flameSEAL® base sheet 
membrane 

flameSEAL primer on substrate
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